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Edge
DeDesignsigner:er: Woven Image

ApplicaApplication(s):tion(s): Upholstery

Composition & Pattern

CCompompositionosition 100% Polyester

CColourolours As Avvailableailable 23

WWeeaavvee Dobby

Dimensions & Weight

DimDimensionsensions Width: 148cm

Unit oUnit of Sf Saleale Linear metre

Unit oUnit of Sf Sale Neale Net Wt Weight (keight (kg)g) 0.666

Performance

FirFire Te Teesst Rt Reesultsult AS 1530.3, AS 3837: Group 1, CAL 117, BS EN 1021.1

AbrAbrasion Rasion Reesissistantancce Re Reesultsult 66,500 Martindale

CColour Folour Fasastntneesss ts to Light Stano Light Standardardd
TTeesst Met Meththodod

ISO 105 B02

CColour Folour Fasastntneesss Light Ras Light Ratingting 5 - 6
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Pilling StanPilling Standardard Td Teesst Met Meththodod TWC TM 196

Pilling RaPilling Ratingting 4 - 5

SeSeam Slippage Stanam Slippage Standardard Td Teesst Met Meththodod AS 2001.2.22

SeSeam Slippage Raam Slippage Ratingting Warp 4.5mm, Weft 5.0mm

Sustainability

VVOC EmisOC Emissions Rsions Reesultssults ASTM D5116: TVOC Emissions Rate: <0.01mg/m²/hr (7 days)

SusSustainability Ptainability Pererfformanormanccee

Instructions

FFabric Cabric Cararee

AAdditional Infdditional Informaormationtion See Woven Image General Upholstery Care & Cleaning Guide.

Exact colour matching cannot be guaranteed between batches.

Copyright Woven Image


	Revision Date: Thursday, 04 December 2025
	Edge
	Designer:
	Application(s):
	Composition & Pattern
	Composition
	Colours Available
	Weave

	Dimensions & Weight
	Dimensions
	Unit of Sale
	Unit of Sale Net Weight (kg)

	Performance
	Fire Test Result
	Abrasion Resistance Result
	Colour Fastness to Light Standard Test Method
	Colour Fastness Light Rating
	Pilling Standard Test Method
	Pilling Rating
	Seam Slippage Standard Test Method
	Seam Slippage Rating

	Sustainability
	VOC Emissions Results
	Sustainability Performance

	Instructions
	Fabric Care
	Additional Information



